



















































































































































































| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/01/2018

TIME: 1050

PHOTO by: Tony Wasilewski
COMMENTS: X101 was collected
from the surface; material consisted of
slag with metal fragments and cinders;
grayish brown cinder fines. Taken from
south side of building structure.

DATE: 10/01/2018

TIME: 1050

PHOTO by: Tony Wasilewski
COMMENTS: X101 was collected from
the surface; material consisted of slag
with metal fragments and cinders,
grayish brown cinder fines. Taken from
south side of building structure.



I llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/0/2018

TIME: 12:00

PHOTO by: Tony Wasilewski
COMMENTS: X102 was collected at
base of pilein wetlands. Grayish sandy
material; silt.

DATE: 10/01/2018

TIME: 1200

PHOTO by: Tony Wasilewski
COMMENTS: X102 was collected at
base of pilein wetlands. Grayish sandy
material; silt.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/01/2018

TIME: 1230

PHOTO by: Tony Wasilewski
COMMENTS: X103 was collected
from the surface of the waste pile
located on the south end of the site.
Consisted of white powdery and gray
fine sandy material.

DATE: 10/01/2018

TIME: 1230

PHOTO by: Tony Wasilewski
COMMENTS: X103 was collected
from the surface of the waste pile
located on the south end of the site.
Consisted of white powdery and gray
fine sandy material.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/01/2018

TIME: 1300

PHOTO by: Tony Wasilewski
COMMENTS: X104 was collected
from the waste pile and in awetland
area; gray sandy material.

DATE: 10/01/2018

TIME: 1300

PHOTO by: Tony Wasilewski
COMMENTS: X104 was collected
from the waste pile and in awetland
area; gray sandy material.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/01/2018

TIME: 1440

PHOTO by: Tony Wasilewski
COMMENTS: Sample X105 was
collected from the surface in awetland.
Soil was light brown loam.

DATE: 10/01/2018

TIME: 1440

PHOTO by: Tony Wasilewski
COMMENTS: Sample X105 was
collected from the surface in awetland.
Soil was light brown loam.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/01/2018

TIME: 1550

PHOTO by: Tony Wasilewski
COMMENTS: X106 was collected
from the surface. Consisted of fine silt
and trace cinders. Low % of slag
material.

DATE: 10/01/2018

TIME: 1550

PHOTO by: Tony Wasilewski
COMMENTS: X106 was collected
from the surface. Consisted of finesilt
and trace cinders. Low % of slag
material.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/01/2018

TIME: 1610

PHOTO by: Tony Wasilewski
COMMENTS: Sample X107 was
collected from waste material that
consisted of brick shards, fine gray
sand with small chunks of dag
material.

DATE: 10/01/2018

TIME: 1610

PHOTO by: Tony Wasilewski
COMMENTS: Sample X107 was
collected from waste material that
consisted of brick shards, fine gray
sand with small chunks of dag
material.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/01/2018

TIME: 1620

PHOTO by: Tony Wasilewski
COMMENTS: X108 was collected
from 0-2 inches and consisted of light
gray sandy material with small chunks
of dag.

DATE: 10/01/2018

TIME: 1620

PHOTO by: Tony Wasilewski
COMMENTS: X108 was collected
from 0-2 inches and consisted of light
gray sandy material with small chunks
of dag.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/01/2018

TIME: 1700

PHOTO by: Tony Wasilewski
COMMENTS: X109 was collected
from 0-2 inches from light gray sandy
material with small chunks of slag and
brick shards.

DATE: 10/01/2018

TIME: 1700

PHOTO by: Tony Wasilewski
COMMENTS: X109 was collected
from 0-2 inches from light gray sandy
material with small chunks of slag and
brick shards.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/02/2018

TIME: 1215

PHOTO by: Tony Wasilewski
COMMENTS: Sample X110 was
collected from 0-2 inches. Light brown
loam with low % clay. Collected the
MSMSD.

DATE: 10/02/2018

TIME: 1215

PHOTO by: Tony Wasilewski
COMMENTS: Sample X110 was
collected from 0-2 inches. Light brown
loam with low % clay. Collected the
MSMSD.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/03/2018

TIME: 1150

PHOTO by: Tony Wasilewski
COMMENTS: Sample X111 and
X112 was collected from 0-2 inches.
Fine silt with trace cinders and slag
material. X112 isaduplicate of
X111

DATE: 10/03/2018

TIME: 1150

PHOTO by: Tony Wasilewski
COMMENTS: T102 was collected
from the same location as X111 &
X112

T-HZmMZZ00



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/03/2018

TIME: 1350

PHOTO by: Tony Wasilewski
COMMENTS: Sample X113 was
collected from fine silt material with
trace cinders and slag chunks. TCLP
sample T104 was collected from this
same location.

DATE: 10/03/2018

TIME: 1350

PHOTO by: Tony Wasilewski

COMMENTS: Sample X113 was collected from
fine silt material with trace cinders and slag chunks.
TCLP sample T104 was collected from this same
location.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/03/2018

TIME: 1540

PHOTO by: Tony Wasilewski
COMMENTS: Sample X114 was
collected from 0-3 inches from the
ClaraBarton School. Light brown silt.
This sample was used as the
background sample.

DATE: 10/03/2018

TIME: 1540

PHOTO by: Tony Wasilewski
COMMENTS: Sample X114 was
collected from 0-3 inches from the
ClaraBarton School. Light brown silt.
This sample was used as the
background sample.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/03/2018

TIME: 1030

PHOTO by: Tony Wasilewski
COMMENTS: Sample T101 was
collected from 0-2 inches from the
same |location as X108.

DATE: 10/03/2018

TIME: 1030

PHOTO by: Tony Wasilewski
COMMENTS: Sample T101 was
collected from 0-2 inches from the
same location as X 108.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/03/2018

TIME: 1320

PHOTO by: Tony Wasilewski
COMMENTS: Sample T103 was
collected from sample X101 in waste
material.

DATE: 10/03/2018

TIME: 1320

PHOTO by: Tony Wasilewski
COMMENTS: Sample T103 was
collected from sample X101 in waste
material.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/03/2018

TIME: 1000

PHOTO by: Tony Wasilewski
COMMENTS: Sample S101 was
collected from the surface water
impoundment located on site. The
water was covered with duckweed and
was fairly clear with no odor or sheen.

DATE: 10/03/2018

TIME: 1000

PHOTO by: Tony Wasilewski
COMMENTS: Sample S101 was
collected from the surface water
impoundment located on site. The
water was covered with duckweed and
was fairly clear with no odor or sheen.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/02/2018

TIME: 1025

PHOTO by: Tony Wasilewski
COMMENTS: Sample X201 was collected
from the intermittent stream from 0-4 inches.
Consisted of silty clay.

DATE: 10/03/2018

TIME: 1000

PHOTO by: Tony Wasilewski
COMMENTS: Sample X201 was collected
from the intermittent stream from 0-4 inches.
Consisted of silty clay.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/02/2018

TIME: 1050

PHOTO by: Tony Wasilewski
COMMENTS: Sample X202 was
collected from the pond located on
the south side of the site from 2-6
inches. Fine sand with some silt.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/02/2018

TIME: 1505

PHOTO by: Tony Wasilewski
COMMENTS: Sample X203 &
X204 were collected from the end of
the ditch that enters a perennial
waterway. was collected from the
pond located on the south side of the
site from 2-6 inches. Fine sand with
somesilt.

DATE: 10/02/2018

TIME: 1505

PHOTO by: Tony Wasilewski
COMMENTS: Sample X203 &
X204 were collected from the end of
the ditch that enters a perennial
waterway. was collected from the
pond located on the south side of the
site from 2-6 inches. Fine sand with
somesilt.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/02/2018

TIME: 1550

PHOTO by: Tony Wasilewski
COMMENTS: Sample X205 was collected
from the perennial waterway drainage ditch
from 0-5 inches.

DATE: 10/02/2018

TIME: 1550

PHOTO by: Tony Wasilewski
COMMENTS: Sample X205 was
collected from the perennial waterway
drainage ditch from 0-5 inches.



| llinois Environmental Protection Agency

Bureau of Land

DIGITAL PHOTOGRAPHS

Federal Lead Smelter-East Side
Alton, Illinois - Madison County

DATE: 10/02/2018

TIME: 1650

PHOTO by: Tony Wasilewski
COMMENTS: Sample X206 was
collected from the pond located in
Alton Park. Used as background
sample.

DATE: 10/02/2018

TIME: 1650

PHOTO by: Tony Wasilewski
COMMENTS: Sample X206 was
collected from the pond located in
Alton Park. Used as background
sample.

















